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九十六學年度第二學期課程教學計畫表

壹、科目名稱：非破壞檢測於土木工程之應用
貳、授課老師：國立台灣科技大學 李維峰 副教授、台灣營建研究院 張嘉峰博士
參、開課系所班級：土木工程學系研究所
肆、必選修：
伍、學分數：3
陸、先修科目：無
柒、教學內容及進度：as attached table
捌、授課方式：課堂講解

玖、教學設備：單槍
拾、教材課本：自編講義
拾壹、參考書籍：

1. 李有豐、林安彥，橋樑檢測評估與補強，全華圖書，台北(2000)。
2. 劉佩玲(等)，「非破壞性檢測技術及認證制度應用於土木建築工程之研究」，研究報告，行政院公共工程委員會，台北(2003)。

3. 林宜清(等)，「寶山第二水庫工程混凝土構造物厚度與強度非破壞檢測技術之研究」，研究報告，經濟部水利處中區水資源局，台中(2003)。
4. 林宜清(等)，「經濟部水利署工程混凝土配比與品檢技術」，研究報告，經濟部水利處中區水資源局，台中(2004)。

5. 周功台(等)，「高雄港過港隧道安全檢測補強設計及監測系統規劃執行工作」，計劃報告，交通部高雄港務局(2004)

6. 臺灣營建研究院，「公共工程非破壞檢測研討會」，國科會工程科技推展中心 (2005)

7. 臺灣營建研究院，「非破壞性檢測技術（NDT）於構造物及大地之應用」 (2006)

8. 李維峰(等)，「高雄捷運橘線CO1區段標統包工程-O1車站後續施工安全顧問,達欣工程(股)公司」，計劃報告，，達欣工程(股)公司(2006)
9. 張嘉峰(等)，「高雄捷運橘線CO1區段標統包工程-O1 3D RIP連續壁品質及地質檢核」，計劃報告，達欣工程(股)公司(2006)
10. Sansalone, M., and Carino, N.J., "Detecting Delaminations in Reinforced Concrete Slabs with and without Asphalt Concrete Overlays Using the Impact-Echo Method," ACIMaterials Journal, Vol. 86, No. 2, pp. 175-184. (1989)

11. Sansalone, M., and Carino, N.J., "Detecting Honeycombing, the Depth of Surface-opening Cracks, and Ungrouted Ducts Using the Impact-Echo Method," Concrete International, April 1988, pp. 38-46. (1988)

12. Carino, N.J., and Sansalone, M., "Detecting Voids in Metal Tendon Ducts Using the Impact-Echo Method," ACI Materials Journal, Vol. 89, No. 3, ,pp.296-303 , May-June (1992)

13. Lin, Y., Sansalone, M., and Carino, N.J., "Finite Element Studies of the Impact-Echo Response of Plates Containing Thin Layers and Voids, " Journal of Nondestructive Evaluation, Volume 9, No. 1, pp. 27-47. (1990)
14. Lin, J., and Sansalone, M., "Impact-Echo Response of Hollow Cylindrical Concrete Structures Surrounded by Rock, Part II－Experimental Studies, "ASTM Geotechnical Testing Journal, Vol. 17, No. 2, June, pp. 220-226. (1994)
15. Hsiao, C., Lin, Y., and Chang, C., 1998.01, “Detecting Flaws in Composite Columns Using the Impact-Echo Method,” Proceedings of the Sixth East Asia-Pacific Conference on Structural Engineering and Construction (EASEC-6), Vol. 3,pp. 1979-1984.
16. ”Geophysical Exploration for Engineering and Environmental Investigations,” Technical Engineering and Design Guides as Adapted from The U.S. Army Corps of Engineers, No.23
17. Hsiao, C.M., Lin, Y., and Chang, C., 1999.10,”Nondestructive Evaluation of Concrete Quality and Integrity in Composite Columns,” NDT&E International, Vol. 32, No. 7,pp.375-382.
18. Christopher C. Ferraro,”ADVANCED NONDESTRUCTIVE MONITORING AND EVALUATION OF DAMAGE IN CONCRETE MATERIALS,” 2003
19. Lin, Y., Chang, C., Kuo, S.F., and Liou, H.C.,”A Simple Device for Detecting Impact Time in Impact-Echo Testing of Concrete,” NDT&E International, Vol. 37, Issue 1 , January 2004 ,pp.1-8.
拾貳、成績考核方式：

	
	平時成績與課堂參與： 20  ％

	
	期中報告成績：40  ％

	
	期末考試成績：40  ％


淡江大學
九十五學年度第二學期課程表

開學日期：97年02月20日(三)
上課日期：每週五上午09:10~12:00
上課地點：E 805
	週次

日期
	授課主題
	授課者

	一、課程介紹與準備作業

	1-2/22
	課程介紹，非破壞檢測技術概論
	李維峰 博士

	2-2/29
	土木結構物破壞型態與橋梁導論
	張嘉峰 博士

	二、國內外系統介紹與檢測原理介紹

	3-3/7
	目視檢測作業要點(一)
	張嘉峰 博士

	4-3/14
	目視檢測作業要點(二)
	李維峰 博士

	5-3/21
	基本原理2-波傳介紹(1)
	張嘉峰 博士

	6-3/28
	基本原理2-波傳介紹(2)
	張嘉峰 博士

	8-4/11
	基本原理3-電磁介紹
	李維峰 博士

	三、非破壞檢測技術介紹

	9-4/18
	敲擊回音法（一）-混凝土瑕疵檢測
	張嘉峰 博士

	10-4/25
	期中考

	11-5/2
	敲擊回音法（二）與紅外線熱影像法-混凝土補強檢測
	張嘉峰 博士

	12-5/9
	預力構件檢測技術- 聲洩法
	李維峰 博士

	13-5/16
	地電阻影像法
	李維峰 博士

	14-5/23
	振動量測
	張嘉峰 博士

	15-5/30
	橋梁基礎檢測
	李維峰 博士

	16-6/6
	非破壞檢測於結構修復補強之應用與土木結構物修復補強技術介紹
	張嘉峰 博士

	四、儀器操作

	17-6/13
	實習課程
	張嘉峰 博士

李維峰 博士

	18-6/20
	期末考


